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optically transmissive or transparent material as a preform in
predetermined locations and are B-staged or dried to form
dry solid adhesive preforms. The preforms may be continu-
ous or have one or more small gaps therein. The sheet of
optical material is diced or singulated to produce individual
optical covers having an adhesive preform thereon.
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